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County Highways Laboratory

Stockbridge Road, Micheldever Station, Hampshire SO21 3BB

Telephone: (01962) 774502
Facsimile: (01962) 795042

Hampshire
we County Council

Client: L & S WASTE MANAGEMENT LTD LabNo.: D3348 T
PEGHAM INDUSTRIAL ESTATE
LAVEYS LANE
FAREHAM
HAMPSHIRE
PO15 6SD
F.A.O. STEVE KEW
Copies To:
PARTICLE SIZE DISTRIBUTION CERTIFICATE
Project: AGG. TESTS: L & S NOVEMBER 2018
Location: CLASS 2C STOCKPILE. PORTSDOWN HILL
Material: STONEY COHESIVE MATERIAL - GENERAL FILL
Specification: SHW SERIES 600 TABLE 6/2 CLASS 2C
Contractor: N/A
A . L & S WASTE MANAGEMENT - . ]
Supplier/Plant: PORTSDOWN HILL Ticket No.: N/A
Date Sampled: 02/11/2018 Date Received: 02/11/2018
Sampled By: LB Tested By: AMW
Sample Type: BULK Date Tested: 07/11/2018
Test Mass: 3270.2¢g Site Ref.: LB1 x 2 BAGS
TEST RESULTS -
Preparation Method: BS EN932-2: 1999. Test Method: BS EN933-1: 2012
Sieve Passing % Specification | Particle size distribution chart
125mm 100 100 T = - —
2mm 61 15-80 80 » EE—— —
0.063mm | 23 15 - 80 < 70 ——
| B3 "
Test Result Specification @ 40 — —
i %) o 30 o
M0|st.u.re C(?ntent(/) 19.6 ) - -
Specified Size (%) : 101 o — -
Flakiness Index : 0 — . .
o 0.01 0.1 1 10 100
Uniformity : Sieve Size (mm)
[ —=— Passing % Sieve Spec Min ——Sieve Spec Max 1
Category : A —

This sample complies with the above specification.

Approved Signatories: M-Muttare/E. Frost/M—Baker—
Labaratory Manager/Senior Technician/Asst-SenierFechmictan

Date:...............

...... 2hulis...

Opinions and interpretations expressed herein are outside the scope of UKAS accreditation.

Hampshire ljlilgﬁways Laboratory only accepts responsibility for the accuracy of the results contained in this report.
Nc? responsibility can be accepted for the result being representative of the material or items sampled unless sampling has been carried out
This result may not be reproduced either in part or in full without the written permission of the Hampshire Highways Laboratory.

by Hampshire Highways Laboratory Staff.



County Highways Laboratory

Stockbridge Road, Micheldever Station, Hampshire SO21 3BB
Telephone: (01962) 774502
Facsimile: (01962) 795042

Ry

Hampshire
County Council

Client: L & S WASTE MANAGEMENT LTD Lab No.: D3350
PEGHAM INDUSTRIAL ESTATE
LAVEYS LANE
FAREHAM
HAMPSHIRE
PO15 6SD
F.AO. STEVE KEW
Copies To:
PARTICLE SIZE DISTRIBUTION CERTIFICATE
Project: AGG. TESTS: L & S NOVEMBER 2018
Location: 6mm BLINDING SAND STOCKPILE. PORTSDOWN HILL
Material: LIFT & SHIFT RECYCLED BLINDING SAND
Specification: SUPPLIER DECLARED SPECIFICATION
Contractor: N/A
- ) L & S WASTE MANAGEMENT - . .
Supplier/Plant: PORTSDOWN HILL Ticket No.: N/A
Date Sampled: 02/11/2018 Date Received: 02/11/2018
Sampled By: LB Tested By: AMW
Sample Type: BULK Date Tested: 07/11/2018
Test Mass: 2720.8g Site Ref.: LB3 x 3 BAGS
TEST RESULTS
Preparation Method: BS EN932-2: 1999. Test Method: BS EN933-1: 2012
Sieve Passing % Specification Particle size distribution chart
10mm 100 100 T -
6.3mm 100 70 - 100 80 I
2mm 68 30 - 80 ® 10 e ]
1mm 51 20 - 60 g 50 ,/
0.5mm 38 10 - 50 2 40 - /,
0.063mm 1 0-20 = gg L o
10 e |
Test Result Specification 0 — - —
Moisture Content (%) : 16.1 0.01 0.1 ) 1 L 140
Specified Size (%) : Sieve Size (mm)
Flakiness Index : T .
—a—Passing % Sieve Spec Min ——— Sieve Spec Max
Uniformity : - —
Category : A

This sample complies with the above specification.

06A51e:

Approved Signatories: M_Mullane/E. Frost/M—Baker—
LaberatoryManager/Senior Technician/Asst-Senior Technician

Date:..........oovo... 7114 /t&’ ............

Opinions and interpretations expressed herein are outside the scope of UKAS accreditation.

Hampshire Hiﬁhmys Laboratory only accepts responsibility for the accuracy of the I‘ES\;h’.; contained i;u ;his report.
No responsibility can be accepted for the result being representative of the material or items sampl

led unless sampling has been carried out by Hampshire Highways Laboratory Staff.

This result may not be reproduced either in part or in full without the written permission of the Hampshire Highways Laboratory.



County Highways Laboratory
Stockbridge Road, Micheldever Station, Hampshire SO21 3BB

Telephone: (01962) 774502
Facsimile: (01962) 795042

Client:

Hampshire

% County Council

L & S WASTE MANAGEMENT LTD LabNo.. D3349 E—
PEGHAM INDUSTRIAL ESTATE
LAVEYS LANE
FAREHAM
HAMPSHIRE
PO15 6SD
F.A.O. STEVE KEW
Copies To:
PARTICLE SIZE DISTRIBUTION CERTIFICATE
Project: AGG. TESTS: L & S NOVEMBER 2018
Location: 20mm RECYCLED BALLAST STOCKPILE. PORTSDOWN HILL
Material: 20mm WASHED BALLAST
Specification: BS EN12620 AGGS. FOR CONC. 20mm ALL IN
Contractor: N/A
. . L & S WASTE MANAGEMENT - - ,
Supplier/Plant: PORTSDOWN HILL Ticket No.: N/A
Date Sampled: 02/11/2018 Date Received: 02/11/2018
Sampled By: LB Tested By: AMW
Sample Type: BULK Date Tested: 07/11/2018
Test Mass: 3999.6¢g Site Ref.: LB2 x 2 BAGS
TEST RESULTS
Preparation Method: BS EN932-2: 1999. Test Method: BS EN933-1: 2012
Sieve Passing % Specification Particle size distribution chart
40mm 100 100 - s Sl
+— - vl /, :
31.5mm 100 98 - 100 80 _ 3 |
20mm 96 90 - 99 e 70 +— ——~
10mm 67 50 - 90 23 — i ]
2mm 33 20 - 60 g 40 | s - !
=1 ; ;-
0.063mm 6 0-7 1] == = o — ]
204+ —
Test Result Specification 0 — - ~—t
Moisture Content (%) : 6.8 0.01 01 ) 1 10 100
Specified Size (%) : Sieve Size (mm)
Flakiness Index : . L
( —&— Passing % Sieve Spec Min ——Sieve Spec Max
Uniformity : el L T R == el S
Category : A
This sample complies with the above specification.
Signed.........

Hampshire Highways Laboratory only accepts responsibility for th
No responsibility can be accepted for the result bein;
This result may not be reproduced either in part or

Approved Signatories: M-Mulane/E. Frost/M.-Baker
Laboratery-Marager/Sepior Technician/Asst—Senrier-Fechnigian

Date:..........oovv.... Zlwrle .

Opinions and interpretations expressed herein are outside the scope of UKAS accreditation.

e accuracy of the results contained in this report.

g representative of the material or items sampled unless sampling has been carried out by Hampshire Highways Laboratory Staff.
in full without the written permission of the Hampshire Highways Laboratory.



